
New construction, indoor non-conditioned areas such as crawl space, attic, or mechanical rooms where 
outdoor air is present, or outdoors, use minimum 1½” thick. Joint seal and butt joints with CP-76 or 
approved equal. In mechanical rooms or high traffic areas subject to abuse or damage, use 3.75# density 
from the gound up to 7 feet high.

Piping:  Ensure pipe is dry and free of debris. Coating the pipe for rust prevention is not required. Rust may be 
present on the pipe before installation and also will occur under any type of insulation with moisture present. If 
priming of the pipe is requested by owner or their representatives use Sherwin Williams PRO-Cryl® Universal 
Primer or approved equivalent.

Four densities (4) are available: 2.5# (.18 K factor), 3.75# (.19 K factor), 5.0# (.21 K factor), and 7.5# (.23 K factor).

Indoor conditioned areas and Existing buildings use minimum 1” thick. Indoor conditioned areas use 1” thick 
Insul-Phen 2.5# density up to 10” pipe and 1½” thick on 12” and larger.


